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1 Introduction
On behalf of Johanson Design AB, a Venus table 110 with tabletop basic @600 mm has been
tested by SP regarding stability in accordance with SS-EN 1730:2000 the test is consistent
with the requirements of FMV' regarding stability for furniture for contract use, conference
and worktable dated 2007.12.17.
2 Test specimen
Figure 1 Venus table 110 with tabletop basic @600 mm
Dimensions of the table (OxH): 600x1100 mm
Table top: Laminate 25 mm
Frame: Steel column @41,5 mm
Foot: Steel plate ©450 mm
The test specimen was selected by the client and arrived at SP 2009.10.21.
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3 Test methods and test procedure

The stability test was performed according to SS-EN 1730:2000 Domestic furniture - Tables -
Test methods for determination of strength, durability and stability

Before testing the test specimen was conditioned for one week in a climate of 23°C + 2°C and
50 + 5% relative humidity, in accordance with the standard. Testing was carried out in this

climate.

The test methods are explained in Appendix 1, and comply with the requirements of FMV
regarding stability for tables for contact use, dated 2007.12.17.

The test was carried out 2009.11.13.

4 Results

The result is reported in Appendix 1.

At the end of the test, the tested piece did not exhibit any faults, fractures or other damage
Judged to affect its safety, function or appearance when used in accordance with SS-ENV
12521.

The requirements regarding stability have been met.

The test results apply solely to the specimen tested.

SP Technical Research Institute of Sweden

Wood Technology

" — - = /(‘.—';._
Bertil Johansson Bengt-Ake Andersson
Technical Manager Technical Officer
Appendix

Test record (3 pages)

This is a translation from the Swedish original document. In the event of any dispute as to the
content of the document, the Swedish text shall take precedence
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Statement regarding Venus table with basic tabletop

1 Introduction

On behalf of Johanson Design AB, SP has carried out an assessment on Venus table with the
height of 690 mm and fitted with following tabletops @50, @60, @75, @90, @100, @110,
@120, @140, 60x70, 70x70 and 120x70. The assessment is made in accordance with SS-EN
1730:2000, and is consistent with the requirements of FMV! for furniture for contract use,
conference and worktable dated 2007.12.17.

2 Assessment

Based on SP report P906176R, dated 2009.12.18 Venus table with the height of 690 mm and
fitted with following tabletops @50, @60, @75, @90, @100, @110, @120, @140, 60x70, 70x70
and 120x70 are assessed to meet the requirements for strength and stability.

This implies that design, material qualities, dimensions and other characteristics, which may
affect the test results, are identical to the tested pieces.

SP Technical Research Institute of Sweden

Wood Technology
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This is a translation from the Swedish original document. In the event of any dispute as to the
content of the document, the Swedish text shall take precedence.
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